








































































































RESULTS OF TRIAL BATCHES

Air Admixture used:

Manufactured by:

Other Admixtureé used:

Manufactured by:

TRIAL #1

Air Admixture Dosage

Other Admixture Dosage

% Air

Slump

Unit Weight

Yield

W/C Ratio

Average
-~ Compressive Strengths -~ Standard Cured

6" x 12" Cylinders

TRIAL #2

TRIAL #3

7 Days
14 Days
28 Days
Days
Remarks: For results of Trial No. 1, see Table No. 3 - Trial Mix Nos. 37 - 40.
Trial Mix Numbers: #37 #38 #39 #40
Admixtures Dosage
Darex AEA 0z,/C.U, 12 9 13 13
WRDA 0z./100 wt, - 7 - ——
Pozzolith 122N 0z./100 wh. —_— e 5 - -
Daratard HC oz./100 wt. - e —— 3







Alr Admixture used:

RESULTS OF TRIAL BATCHES

Manufactured by:

Other Admixtures used:

Manufactured by:

Air Admixture Dosage
Other Admixture Dosage
% Air

Slump

Unit Weight

Yield

W/C Ratio

Average

TRIAL #1

TRIAL #2

Compressive Strengths - Standard Cured 6" x 12" Cylinders

TRIAL #3

7 Days
14 Days
28 Days
Days
Remarks: For results of Trial No, 1, see Table No, 3 - Trial Mix Nos., Al = L4, .
Trial Mix Numbers: #41 #42 #43 #h4
Admixtures Dosage
Darex AEA oz./C.Y. 12 9 13 13
WRDA oz. /100 wt, - 7 - —
Pozzolith 122N 0z./100 wt, - - 5 -
Daratard HC 0z./100 wt. _— — —— 3







RESULTS OF TRIAL BATCHES

Air Admixture used: .

Manufactured by:

Other Admixtures used:

Manufactured by:

TRIAL #1 TRIAL #2 TRIAL #3

Air Admixture Dosage

Other Admixture Dosage

% Air

Slump

Unit Weight

Yield

W/C Ratio

Average
Compressive Strengths -~ Standard Cured 6" x 12" Cylinders

7 Days

14 Days

28 Days

Days

Remarks: For resulte of Trial No, 1, séé Table No, 3 - Triéi\Mix Nos. 45 = 48,

Trial Mix Numbers:

Admixtures Dosage #4,5 #46 #47 #48
Darex AEA oz./C.Y, 11 9 12 12
WRDA 0z,/100 wt, - 7 — _—
Pozzolith 122N 0z./100 wt, - - 5 o s

Daratard HC oz . /100 wt, - e — “ 3






